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SHENZHEN POWER STATIONS LIMITED
ROOM D17-H4,17/F,D BUILDING,BUJI CENTER,BUJI TOWN,SHENZHEN CITY
CHINA

This report is to supersede test report CANEC0803477101

The following sample(s) was/were submitted and identified on behalf of the clients as :
ALKALINE BATTERY

SGS Job No. : 11133994 - SZ

Model No. : 23A,27A,10A,11A,4LR44,LR50,AG0,AG1,AG2,AG3,AG4,AG5,AG6,AG7 A
G8,AG9,AG10,AG11,AG12,AG13,625

SGS Internal Reference No. : 21

Date of Sample Received : 01 Jul 2008

Testing Period : 01 Jul 2008 - 04 Jul 2008

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Conclusion : Based on the performed tests on submitted sample(s), cadmium and

mercury content comply with the limit of Directive 2006/66/EC.But the
samples should contain chemical symbol of Lead and Mercury according to
article 21(3).

Signed for and on behalf of
SGS-CSTC Ltd.

Huang Fang, Sunny
Sr. Engineer
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Test Results:

ID for specimen 1 : CAN08-034771.001

Description for specimen 1 : "Battery"

Test Item(s) Unit Test Method (Reference) Result  MDL  Limit
Cadmium (Cd) % (w/w) Acid digestion method, ICP-OES N.D. 0.001  0.002
Lead (Pb) % (W/w) Acid digestion method, ICP-OES 0.007  0.001 -
Mercury (Hg) % (wiw) Acid digestion method, ICP-OES 0.4457 0.0001 2
Note:

1.0.001% = 10 ppm
2. N.D. = Not Detected (< MDL)
3. MDL = Method Detection Limit

Remark:

According to the Article 21(3) of Directive 2006/66/EC, Battery, accumulator and button cell shall include the
chemical symbol Mercury when containing more than 0.0005% of Hg, the chemical symbol Cadmium when
containing more than 0.002% of Cd and the chemical symbol Pb when containing more than 0.004% of Pb.
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Sample photo:

CANO08-034771.001

SGS authenticate the photo on original report only
*** End of Report ***

This document is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.
htm. Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon
reflects th findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this
documpgFgoeeCHutcE)XQqerate parties to a transaction from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or
jpaston of the col \ or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

{sotherwise stated Sa8\esults shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only. This document cannot be reproduced

pproval of the Company.

gtinful Wi pric
Ol
5 &
i (0., Lid. | 198 Kerhu Road SCIENTECH ParkGuangehau Econic 8 Tefology Development Disict Guengehou China 510663t (86-20) 82155555 f (86-20) 82075125 WWW.CN.SgS.COm
QJ

il ahoory, | FPEL - T - @FEAFERBPHHIRE198S BB%: 510663t (86-20) 82158555 f (86-20)82075125 € sgs.china@sgs.com
I Member of the SGS Group (SGS SA)



